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ENEFIERNBRAS (EVERLIGHT ELECTRONICS CO., LTD.)
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BT R mi%k R ERmE iR R i#:2 (The following sample(s) was/were submitted and identified by the applicant

as) :

BASIC INFORMATION

Type of Product SIDE LOOKING
Supplier Company Name EVERLIGHT

Address

NO.6-8, ZHONGHUA RD., SHULIN DIST., NEW TAIPEI CITY 23860, TAIWAN

Tel / Fax / Email

TEL:886-2685-6688

FAX:886-2685-6699

E-MAIL: allenchiang@everlight.com

Contact Person

Allen

EVERLIGHT REPORT NO

EVERLIGHT-SIDE LOOKING : [R9XX ~ HIR9OXX ~ PTOXX » PT5XXX ~ PT2XXX ~ PD4XX -
PD6XX ~ OPIC SERIES
Sampling Product : PT928-6C-SGS-15-Jun-2023

PRODUCT INFORMATION

Product/component Sample
description

LIGHT-ELECTRICITY SWITCH

Quantity (numbers or weight)

0.1007 g

EVERLIGHT P/N

SIDE LOOKING : IR9XX ~ HIRIXX » PTOXX ~ PT5XXX ~ PT2XXX - PD4XX -
PD6XX ~ OPIC SERIES
Sampling Product : PT928-6C

Product Lot No

SZ2305045ADGX-1

Country of Origin CHINA
TEST INFORMATION
Sample preparation CUTTING

Test Method

RoHS: IEC 62321, Halogen: BS EN 14582

MDL

Cd, Pb, Hg: 2 mg/kg, PBBs/PBDEs: 5 mg/kg, Halogen: 50 mg/kg

EI M E (Sample Submitted By)

W24 H(Sample Receiving Date)
Az BB (Testing Period)

HIEt 45 R (Test Results)

Tr&%ﬁf Departﬁnt Ma" T

Signed for and on behalf
SGS TAIWAN LTD.
Chemical Laboratory - Taipei

BEHEF I ERMHABR2AS (EVERLIGHT ELECTRONICS CO,, LTD.)

02-Jun-2023
02-Jun-2023 to 15-Jun-2023

5 2B~ —H (Please refer to following pages).

PIN CODE: 544F6044
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BB EK (Test Requestec : (1) IIBEBEFIEE - £%ERoHS 2011/65/EU Annex | RE1EE]15< (EU) 2015/863 Azt 7 -

=+
o

B 7k~ NEES - ZIREK - ZIREEKES, DBP, BBP, DEHP, DIBP - (As specified by
client, with reference to RoHS 2011/65/EU Annex Il and amending Directive (EU)
2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP,
DEHP, DIBP contents in the submitted sample(s).)

(2) IkBEFIEE - R PAHs REMAIIE - (As specified by client, to test PAHs and
other item(s).)

##(Conclusion) (1) REEFPREHNER - HiR - i5 - 5k - ANEBiE - ZREEK - ZREEKES, DBP, BBP,
DEHP, DIBPRYRIF &5 RS RoHS 2011/65/EU Annex IBE{EET1E<(EU) 2015/863 2
PRIEEZK - (Based on the performed tests on submitted sample(s), the test results
of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP comply with
the limits as set by RoHS Directive (EU) 2015/863 amending Annex Il to Directive
2011/65/EU.)

(2) REEPFRHNER  ZESFECIHERTERBEEMEEZE G (APS) GS PAHs
F34 "HEEm., ZREZEK - (Based upon the performed tests on the submitted
sample(s), the test results of PAHs (15 items) comply with the limits of PAHs
requirement (Category 3) " Other consumer products . as set by German
Committee on Product Safety (AfPS) GS PAHs.)

B BRI AR (Test Part Description)

No.l : 72 (BODY)

No.2 : RETEZEMIERE (PLATING LAYER OF SILVER COLORED METAL PIN)

No3 : REZTEEMIEMN (BASE MATERIAL OF SILVER COLORED METAL PIN)

No4 : RELEEH (2#E) (SILVER COLORED METAL PIN (INCLUDING THE PLATING LAYER))

Bl 45 R (Test Results)

ARIER A 7A Bl | MDL 5 PR{E
(Test Items) (Method) (Unit) (Result) (Limit)
No.1 | No.2 | No.3
# (Cd) (Cadmium (Cd)) 2%#|EC 62321-5: 2013 - LIgipEREa®EEs |[mokg| 2 | nd. | --- [ - | 100
BIHREE DT o (With reference to IEC
&4 (Pb) (Lead (Pb)) 62321-5: 2013, analysis was performed by | mg/kg 2 n.d. — -— | 1000
ICP-OES.)
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AEIEE
(Test Items)

A AE
(Method)

B
(Unit)

MDL

(Result)

No.1l

No.2

No.3

R{E
(Limit)

7 (Hg) (Mercury (Hg))

2%I1EC 62321-4: 2013+ AMD1: 2017 - X
BB S BIRBEICER DM - (With
reference to IEC 62321-4: 2013+ AMD1:
2017, analysis was performed by ICP-
OES)

mg/kg

n.d.

1000

7NMESE Cr(VI) (Hexavalent
Chromium Cr(VI))

£E|EC 62321-7-2: 2017 - DIELSMNE-OIR
KD FHHET A - (With reference to IEC
62321-7-2: 2017, analysis was performed
by UV-VIS.)

mg/kg

n.d.

1000

#® (Cd) (Cadmium (Cd))

#5 (Pb) (Lead (Pb))

iR g - £%81EC 62321-5: 2013 + LUK
FERB S BRI CREE N - (IEC 62321-5:
2013 application of modified digestion by
surface etching, analysis was performed
by ICP-OES.)

mg/kg

n.d.

100

mg/kg

239

1000

7 (Hg) (Mercury (Hg))

FasthniEfE - £%I1EC 62321-4: 2013+
AMD1: 2017 - IRNFERE & B BHEREED
#r - (IEC 62321-4: 2013+AMD1: 2017
application of modified digestion by
surface etching, analysis was performed
by ICP-OES.)

mg/kg

n.d.

1000

# (Cd) (Cadmium (Cd))

tr (Pb) (Lead (Pb))

2%EIEC62321-5:2013 - DIKERESER R
BIYREE DT o (With reference to IEC
62321-5: 2013, analysis was performed by
ICP-OES.)

mg/kg

n.d.

100

mg/kg

n.d.

1000

7 (Hg) (Mercury (Hg))

£%Z|EC 62321-4: 2013+ AMD1: 2017 - X
RS ERBF L EDNT - (With
reference to IEC 62321-4: 2013+ AMD1:
2017, analysis was performed by ICP-
OES))

mg/kg

n.d.

1000
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AlFIEE b e Bl | MDL =mR PRIE
(Test Items) (Method) (Unit) (Result) (Limit)
No.1 | No.2 | No.3
NE#E (Hexavalent Chromium) 2E|EC62321-7-1: 2015 - DIELSNE-TIR  |ug/cm?| 0.1 -— nd. | n.d. -
Cr(Vl) (CAS No.: 18540-29-9) (#2) |F6mYeHERt 24T - (With reference to IEC
62321-7-1: 2015, analysis was performed
by UV-VIS.)
—REZ (Monobromobiphenyl) ma/kg 5 n.d. --- --- -
_REt=K (Dibromobiphenyl) mg/kg 5 n.d. --- --- -
—REEX (Tribromobiphenyl) mg/kg 5 n.d. . - _
MRH#K (Tetrabromobiphenyl) mg/kg 5 nd. | --- . _
TR (Pentabromobiphenyl) mg/kg 5 n.d. - - -
7NREEK (Hexabromobiphenyl) mg/kg 5 nd. - - _
RE#E (Heptabromobiphenyl) mg/kg 5 nd. [ --- - -
JUREZE (Octabromobiphenyl) ma/kg 5 n.d. --- --- -
JREER (Nonabromobiphenyl) mg/kg 5 n.d. __ __ _
+82E#K (Decabromobiphenyl) SEIEC 623216 2015 . bl AIE i 8/ mg/kg 5 n.d. - - _
S B BA (Sum of PBBS) ééﬂﬁ - (With _re'ferenscé toTILECE :232T{?DE ma/kg _ n.d. - - 1000
—REKEE (Monobromodiphenyl ether) 2015, analysis was performed by GC/I\/Ié.) mg/kg g n.d. o . _
_RHEEKE (Dibromodiphenyl ether) mg/kg g n.d. - - -
—REKBE (Tribromodiphenyl ether) mg/kg 5 n.d. —— —— -
MR EEREE (Tetrabromodiphenyl ether) mg/kg 5 n.d. —— —— -
FIRHEEREE (Pentabromodiphenyl ether) mg/kg 5 n.d. —— — -
7UREREE (Hexabromodiphenyl ether) mg/kg 5 nd. | --- --- -
TREEREE (Heptabromodiphenyl ether) mg/kg 5 n.d. - - -
JUSEERRE (Octabromodiphenyl ether) mg/kg 5 n.d. —— —— -
FUSHEERE (Nonabromodiphenyl ether) mg/kg 5 n.d. - - -
RBEREE (Decabromodiphenyl ether) mg/kg 5 n.d. - — -
LR KB 42 F] (Sum of PBDEs) mg/kg - n.d. -—— | 1000
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AFIER ARG E Efi1 [ MDL BER PRIE
(Test Items) (Method) (Unit) (Result) (Limit)
No.1 | No.2 | No.3

#R BB T AR5 (BBP) (Butyl £%E|EC 62321-8: 2017 - DImBEE/EE| mg/kg| 50 n.d. --- --- | 1000
benzyl phthalate (BBP)) B2 - (With reference to IEC 62321-8:

2017, analysis was performed by GC/MS.)
X _EPRE _ T Bs (DBP) (Dibutyl 2E|EC62321-8: 2017 - DImEEN&/ZE| mg/kg| 50 n.d. - --- | 1000
phthalate (DBP)) B2 - (With reference to IEC 62321-8:

2017, analysis was performed by GC/MS.)
WER_PB_(2-oECHE)ES (DEHP) [£%EIEC62321-8:2017 - DIGtEET&/EE| mg/kg | 50 n.d. --- --- | 1000
(Di-(2-ethylhexyl) phthalate (DEHP)) |&23 47 » (With reference to IEC 62321-8:

2017, analysis was performed by GC/MS.)
A B _ET B (DIBP) £EZ|EC 62321-8: 2017 - DImMBEE/EL| mg/kg| 50 n.d. --- --- | 1000
(Diisobutyl phthalate (DIBP)) E AT - (With reference to IEC 62321-8:

2017, analysis was performed by GC/MS.)
#BAK PR _— E 385 (DIDP) 22Z|EC 62321-8: 2017 - KImHEN&/ZE| mg/kg| 50 n.d. --- --- -
(Diisodecyl phthalate (DIDP)) (CAS [&Z 47 - (With reference to IEC 62321-8:
No.: 26761-40-0, 68515-49-1) 2017, analysis was performed by GC/MS.)
A PR _E T8 (DINP) 2£2Z|EC 62321-8: 2017 - KImHENE&/ZE| mg/kg | 50 n.d. --- --- -
(Diisononyl phthalate (DINP)) (CAS [&Z 4 - (With reference to IEC 62321-8:
No.: 28553-12-0, 68515-48-0) 2017, analysis was performed by GC/MS.)
# _BPRg  1IF 385 (DNOP) (Di-n- |2%EIEC62321-8:2017 - DImtEETE/EE| mg/kg | 50 n.d. --- --- -
octyl phthalate (DNOP)) (CAS No.: [&Z 1 - (With reference to IEC 62321-8:
117-84-0) 2017, analysis was performed by GC/MS.)
# _BP#g " 1E /X BE (DNPP) (Di-n- [2%EIEC 62321-8:2017 - KISt E/EE| mg/kg | 50 n.d. --- --- -
pentyl phthalate (DNPP)) (CAS No.: |&7#7 - (With reference to IEC 62321-8:
131-18-0) 2017, analysis was performed by GC/MS.)
#R PR 1IFCBE (DNHP) (Di-n-  [2%EIEC 62321-8:2017 - DIStEETE/EE| mg/kg | 50 n.d. --- --- -
hexyl phthalate (DNHP)) (CAS No.: |&##7 - (With reference to IEC 62321-8:
84-75-3) 2017, analysis was performed by GC/MS.)
MA_HPREQ-PEELE)EE (DMEP) |£#IEC 62321-8: 2017 - MUKtEENE/EE| mg/kg| 50 n.d. --- --- -
(Bis(2-methoxyethyl) phthalate BEAHT - (With reference to IEC 62321-8:
(DMEP)) (CAS No.: 117-82-8) 2017, analysis was performed by GC/MS.)
A B B fs (DMP) (Dimethyl |2%IEC 62321-8: 2017 - RMEENTE/EL| mg/kg | 50 n.d. --- --- -

phthalate (DMP)) (CAS No.: 131-11-
3)

&2 - (With reference to IEC 62321-8:
2017, analysis was performed by GC/MS.)
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HAlIER A AE &fii | MDL B“HR PRIE
(Test Items) (Method) (Unit) (Result) (Limit)
No.1 | No.2 | No.3
#AR_BRg — Z2f5 (DIOP) £E|EC 62321-8: 2017 - DImBENE/EE| mg/kg 50 n.d. --- --- -
(Diisooctyl phthalate (DIOP)) (CAS  [&#3 4 - (With reference to IEC 62321-8:
No.: 27554-26-3) 2017, analysis was performed by GC/MS.)

X R 1FFfs (DNNP) (Di-n- [2%EIEC 62321-8: 2017 - MR BEFE/EL| mg/kg| 50 nd. | --- - _
nonyl phthalate (DNNP)) (CAS No.: |&7#7 - (With reference to IEC 62321-8:

84-76-4) 2017, analysis was performed by GC/MS.)
NRERET G RIBEEWMAILMNESEY (2EIEC 62321: 2008 - UGB ENTE/ELE| mg/kg 5 n.d. --- --- -
(HBCDD) (a- HBCDD, B- HBCDD, y- 2 » (With reference to [EC 62321: 2008,

HBCDD) (Hexabromocyclododecane  [analysis was performed by GC/MS.)
(HBCDD) and all major diastereoisomers

identified (a- HBCDD, B- HBCDD, y-
HBCDD)) (CAS No.: 25637-99-4, 3194-
55-6 (134237-51-7, 134237-50-6,
134237-52-8))

& (F) (Fluorine (F)) (CAS No.: 14762- mg/kg 50 n.d. --- --- -
94-8)

£ (Cl) (Chlorine (Cl)) (CAS No.: n N ‘ mg/kg 50 264 --- --- -
22537-15-1) £EBS EN 14582: 2016 - B FEHTE D

#r - (With reference to BS EN 14582: 2016,
analysis was performed by IC.)

;& (Br) (Bromine (Br)) (CAS No.:
10097-32-2)

mokg| 50 | nd | — | — | -

# (1) (lodine (1)) (CAS No.. 14362- ma/kg | 50 | nd. | — | — -
44-8)

2 EFE iR & EESE (PFOS and its |£%ECEN/TS 15968: 2010 - LURMERE &% | mg/kg| 001 | nd. | --- --- -
salts) (CAS No.: 1763-23-1 and its  |BE&&E 17 ° (With reference to CEN/TS
salts) 15968: 2010, analysis was performed by
LC/MS/MS)

2HEFMBKEEES (PFOA and its £ECEN/TS 15968: 2010 - LUEHEEWTEHE | mg/kg | 0.01 n.d. --- - -
salts) (CAS No.: 335-67-1 and its BEiLEDH - (With reference to CEN/TS
salts) 15968: 2010, analysis was performed by
LC/MS/MS))

i (Be) (Beryllium (Be)) (CAS No.: £3EUS EPA 3052: 1996 - LUK FEFBSE R E | mg/kg 2 n.d. --- --- -
7440-41-7) FAREE 2T - (With reference to US EPA
3052: 1996, analysis was performed by
ICP-OES.)
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ARIEE ARG E Bl | MDL =R R{E
(Test Items) (Method) (Unit) (Result) (Limit)
No.1 | No.2 [ No.3
ZIRB B (Polycyclic Aromatic
Hydrocarbons) (PAHs)
KB (a)tt (Benzo[alpyrene) (CAS No.: mg/kg [ 0.2 n.d. - - A
50-32-8)
K EH(e)EE (Benzo[e]pyrene) (CAS No.: mg/kg| 0.2 n.d. - - A
192-97-2)
ZFHE (Benzo[a]anthracene) (CAS mg/kg [ 0.2 n.d. - - A
No.: 56-55-3)
#(b)xB#% (Benzo[b]fluoranthene) mg/kg| 0.2 nd. | --- --- A
(CAS No.: 205-99-2)
()*BHZ (Benzo[jlfluoranthene) mg/kg [ 0.2 n.d. - — A
(CAS No.: 205-82-3)
A (k) ZE B2 (Benzo[k]fluoranthene) mg/kg| 0.2 n.d. _— _— A
(CAS No.: 207-08-9)
7 (Chrysene) (CAS No.: 218-01-9) |2 5APS G5 2019:01 PAK - BIRAEHE/ 'mg/kg | 02 | nd. | —- | -— | A
—%E(& (Dibenzola,hjanthracene) BREEDIT - (With rgference to AfPS GS ma/kg | 02 nd — — A
(CAS No.: 53-70-3) 2019:01 PAK, analysis was performed by
ZBHIE (Benzo[g,h,i]perylene) (CAS GC/MS) mg/kg| 0.2 n.d. --- --- A
No.: 191-24-2)
ENEWEE (Indenol1,2,3-c,d]pyrene) (CAS mg/kg| 0.2 nd. | --- - A
No.: 193-39-5)
(Anthracene) (CAS No.: 120-12-7) mg/kg| 0.2 n.d. - - A
ZE#Z (Fluoranthene) (CAS No.: 206- mg/kg [ 0.2 n.d. - - A
44-0)
3E (Phenanthrene) (CAS No.: 85-01-8) mg/kg| 0.2 n.d. --- --- A
FE (Pyrene) (CAS No.: 129-00-0) mo/kg| 02 [ nd | - [ -] &
Z5 (Naphthalene) (CAS No.: 91-20-3) mg/kg| 0.2 n.d. --- --- A
SRS EIEISEAR (Sum of 15 mg/kg - n.d. - a— A
PAHs)
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HAlIER A E B | MDL | &R | [RiE
(Test Items) (Method) (Unit) (Result)] ) imit)
No.4
% (Be) (Beryllium (Be)) (CAS No.: £3%EUS EPA 3050B: 1996 - LUK EFR &S8R | mg/kg 2 n.d. -
7440-41-7) BEETNEEE DT o (With reference to US
EPA 3050B: 1996, analysis was performed
by ICP-OES.)

&3t (Note) :
1. mg/kg = ppm ; 0.1wt% = 0.1% = 1000ppm

. MDL = Method Detection Limit (77411 R1E)

. n.d. = Not Detected (ZR#& ) ; /N\FIEMDL / Less than MDL

"-" = Not Regulated (f&#R1&E)

. "---" = Not Conducted RAIFHIER)

. ER¥REEAKEBHEEZSEYE (PFOS and its salts including) :

CAS No.:1763-23-1, 2795-39-3, 29457-72-5, 29081-56-9, 70225-14-8, 56773-42-3, 251099-16-8, 307-35-7,
91036-71-4, 4021-47-0 and others.

7. 2B FBEEBEHO2EYE (PFOA and its salts including) :
CAS No.: 335-67-1, 335-95-5, 2395-00-8, 335-93-3, 335-66-0, 3825-26-1 and others.

8. (#2) =
a. EANEBHEARANR0.13 yg/cm? - R txmERZ B /NER. / The sample is positive for Cr(VI) if the Cr(VI)
concentration is greater than 0.13 ug/cmz2. The sample coating is considered to contain Cr(VI).

. BNEBRERAN. (BE/NR0.10 ug/cm?) - RRFKEAZ/NELR. / The sample is negative for Cr(VI) if Cr(Vl) is

n.d. (concentration less than 0.10 pg/cm?). The coating is considered a non-Cr(VI) based coating
c ENEHBARNTN 0.10 & 0.13 pg/cm? 5 - EEETEEEZE A/ B / The result between 0.10 pg/cm? and
0.13 pg/cm? is considered to be inconclusive - unavoidable coating variations may influence the determination.

9. BRIFS A - 28ILAC-G8:09/2019 - IKABE _m(w=0)nURABETREMHAE ; RBURA - FTEUHERZHAE
B LURIE 45 REAPREMELER - (Unless otherwise stated , the decision rule for conformity reporting is based on
Binary Statement for Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019. According to this rule, the
judgement of conformity is based on the comparing test results with limits.)

oA wN

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at https://www.sgs.com.tw/terms-of-service

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at https://www.sgs.com.tw/terms-of-service. Attention is drawn to the limitation of

liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its
intervention only and within the limits of client's instruction, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from
exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise
stated the results shown in this test report refer only to the sample(s) tested.

25 t+886(02)2299 3939  f+886(02)2299 3237

SGS Taiwan Ltd. 25, Wu Chyuan 7th Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan

I
Member of the SGS Group



SGS

Al RS
Test Report

55%5(No.): ETR23600263

ENEFIERNBRAS (EVERLIGHT ELECTRONICS CO., LTD.)
Fribmi e P ERR6-85% (NO. 6-8, ZHONGHUA RD., SHULIN DIST., NEW TAIPEI CITY 23860, TAIWAN)

Remark :

A EBEEMZEZEEZ(AfPS): GS PAHs EX
AfPS (German commission for Product Safety): GS PAHs requirements

HEA(Date): 15-Jun-2023

1HH
(Parameter)

% 1 #(Category 1)

% 2 #5(Category 2)

£ 3 #A(Category 3)

BEMAOPRM RIS ERREE
8 52 18 (#1838 30 #)RY
2009/48/EC E&RIIEMRIA 3
B N R EERANER(Materials
intended to be placed in the
mouth, or materials in toys
(Directive 2009/48/EC) or
articles for children up to 3

AERE 1 EKMH - WEENTE
R EEER 30 (RIKEEE)
5\ E BV I8 (Materials that
are not in Category 1, with
intended or foreseeable long-term
skin contact (> 30 seconds) or
short-term repetitive contact with
the skin)

AEBRE 1 S 2 |vel - E
[B]5) O] 78 R A 57 8 1 A5 Bl 30 #
(5288 K7 [E 13 #8) (Materials not
covered by Category 1 or 2, with
intended or foreseeable short-
term skin contact (£ 30 seconds))

years of age with intended a. b. a. b.
long-term skin contact (> 30 |t 14 U TR ERE |HEEM(Other |# 14 MU T REE |[HEZEM(Other
seconds)) FAMERWUse by  |consumer FAMER(Useby |consumer
children under 14) |products) children under 14) [products)
Naphthalene <1 <2 <10
Phenanthrene
Anthracene <15um <55um <10 Sum <20 Sum < 50 Sum
Fluoranthene
Pyrene
Benzo[alanthracene <0.2 <0.2 < 0.5 <0.5 <1
Chrysene <0.2 <0.2 <0.5 <05 <1
Benzo[b]fluoranthene <02 <02 <05 <05 <1
Benzo[jlfluoranthene <0.2 <0.2 <05 <05 <1
Benzo[k]fluoranthene <0.2 <0.2 < 0.5 < 0.5 <1
Benzo[a]pyrene <0.2 <0.2 <0.5 <0.5 <1
Benzo[e]pyrene <02 <02 <0.5 <0.5 <1
Indenol1,2,3-c,d] pyrene <02 <02 <05 <0.5 <1
Dibenzo[a,h]anthracene <0.2 <0.2 < 0.5 < 0.5 <1
Benzo[g,h,i]perylene <02 <0.2 < 0.5 <0.5 <1
(lssuﬁ (F;fAlHS,ﬁ;&%HJ% <1 <5 <10 <20 <50

BfI(Unit) : mg/kg
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HEA(Date): 15-Jun-2023

BF T EKRMHAMRAS (EVERLIGHT ELECTRONICS CO,, LTD.)
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E2BRER / Analytical flow chart of heavy metal

TR - (NEEETTARS )

BH#((Page): 10 of 21

These samples were dissolved totally by pre-conditioning method according to below flow chart.

( Cr® test method excluded )

- Btk m / Cutting ~ Preparation

#4 Pb/#R Cd/%k Hg
\4

Acid digestion

PSR R /R E T RS B2

with microwave / hot plate

v

3838 / Filtration

v

v

AR / Solution

5%8 / Residue

v

v
R RES / Sample measurement |
| e
| B Cr(VID)
v v
| JE£E / Non-metal | | £ / Metal |
ABS/PC/PVC | Eftt#1®/Others v
v v K / Boiling
BERBE/ £ 150~160°CF water extraction
Dissolving by JH1E / Digesting
ultrasonication at 150~160°C +
v v AAEBIRES /
EEOCIEM T BER EUKIE / Cool, filter digestate
H1E/ Di%esting at Separating to get through filter
60°C b aqueous phase
ultrasonication +
! |
v TMAZBEEE /
Add diphenyl-

1) ER@ELE / Alkali fusion
2) HEERARR / HC to dissolve

\4

l

BURL RS

Analysis was performed by ICP-OES

GERBFCEBEIMN/

| F% pH / pH adjustment

!

MAZEEFEE / Add diphenyl-
carbazide for color development

v

PLERSMNE-TI Rt - 2REma
AE 540 nm IRILE /
Measure the absorbance at
540 nm by UV-Vis
spectrophotometer

carbazide for color
development

v

PLERINE- T BIe st
% EHRmBEEE
540 nm KIIRUE /
Measure the
absorbance at
540 nm by UV-Vis
spectrophotometer
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EEESBAEIRER / Flow chart of stripping method for metal analysis

RBUMREE Z IR - Sm 2R ST 288 - ( ANEERAEIERSN ) /The plating layer
of samples were dissolved totally by pre-conditioning method according to below flow chart.
( Cr® test method excluded )

2 m / Preparation

v ANfE Cr

AFEmESE / v

Sample measurement (weight)
‘ﬁ’ﬁPb\ﬁECdxng v

S —— #KZEEY / Boiling water extraction

Prepare suitable acid solution v
v % AEBIEER / Cool, filter digestate

BERMARESRS / through filter

A EMETE / Sample measurement (area)

Put sample into acid solution v
v MAZEBEE /Add diphenyl-carbazide for
BEEIEMRIE / Dissolve plating layer color development
v v
/&7 / Solution PUSESME-TI R A KR - SARmARE
v 540 nm WIRWE /
DRSS B B S A B AT / Measure the absorbance at 540 nm by

UV-Vis spectrophotometer

Analysis was performed by ICP-OES
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LR R/ Z R AR ST RIEE / Analytical flow chart - PBBs/PBDEs

PR AE 2R / First testing process SN

EIEMEFRIER / Optional screen process — =======:

T2/ / Confirmation process —_——
K MmATEREE / Sample pretreatment

v

HIEE D7/ Screen analysis

mEmEEEm
(AR RN J

lIlIIIIlIIIIlIlIIIIlrllllllllllllllllllll

v

E OO =

SmEEHY / Sample extraction
R EFEEUE / Soxhlet method

1
v

EHR R/ T
Concentrate/Dilute extracted solution

1
v

ZEURAEIE / Filter

1
v

FMERBTERRE /GC/MS
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o] 2B E 3 M EE / Analytical flow chart - Phthalate

[Al3% 7555/ Test method: IEC 62321-8]

XAl R/ D /
Sample pretreatment/separation

!

A THF PO ki A B2 25EL /
Sample dissolved/extracted by THF

!

EHUREE /
Dilute extracted solution
KREBTEREEINT /
Analysis was performed by GC/MS
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NRRT RS2 HREE / Analytical flow chart - HBCDD

EmAIERE /Sample pretreatment

#mEEH Sample extraction /
BEEZERUE Ultrasonic method

!

EHRBRME/RE /
Concentrate/Dilute extracted solution

}
ZEEURIBIE / Filter
!

RN /BREEINT /
Analysis was performed by GC/MS

!
248 / Data
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RS MREE / Analytical flow chart - Halogen

BmAIEE/ D /
Sample pretreatment / Separation

NERBEMBEARRESD /
Weighting and putting sample in cell

v

Wk 38 /IR UL /
Oxygen bomb combustion / Absorption

WEZEEEE /
Dilution to fixed volume

DBt FEN & /
Analysis was performed by IC
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ZRECEY(EE2AFR/ERFERIER/EHBERCEMES) S RERE / Analytical flow
chart — PFAS (including PFOA/PFQS/its related compound, etc.)

% mAIEE /Sample pretreatment

BERZERVEZER /
Sample extraction by ultrasonic extraction

EEREIE B /
Concentrate/Dilute extracted solution

v

MsAEF/EEN TR BEN B BB M ELED
#/Analysis was peni_ocr/r}\w/lesd/b SGC/MS or LC/MS or

v

2115 / Data
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SRAEBERHREE /
Analytical flow chart - PAHs (Polycyclic Aromatic Hydrocarbons)

Al EE /
Sample pretreatment

!

MRFA R ZR (B ERZETUE) /
Sample extracted (ultrasonic extraction) by toluene solvent

!

PRBEENEEEDHT /
Analysis was performed by GC/MS

!

2018 / Data
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TR(ERELBE)2TREE / Analytical flow chart of elements (Heavy metal included)

RBUTROREB ZIRE - mex2 A% -
These samples were dissolved totally by pre-conditioning method according to below flow chart.
[ £%75)%/Reference method : US EPA 3051A + US EPA 3052]

BiH - ®fEtm / Cutting - Preparation

'

AlFEEmESE / Sample measurement

4
TR/ BE RS/ | A B RV RUEOETE /
Microwave digestion with HNO3/HCI/HF

'

@& / Filtration —l

v 558 / Residue
A1& / Solution

1) m@REDE / Alkali fusion
2) EEEEARE / HC to dissolve

v
MR FERE S BB IR AR E DT /
Analysis was performed by ICP-OES

* US EPA 3051A AR AMNE &M / US EPA 3051A method does not add HF.
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TR ICP-OES ST RYHEIERZE
(Flow chart of digestion for the elements analysis performed by ICP-OES)

REBELUNRREE 2 &Y - RmBE5T2AM - / These samples were dissolved totally by
pre-conditioning method according to below flow chart.

BU% - ®fEtxm / Cutting ~ Preparation
v

AFEmESE / Sample measurement
v

KBEAEEZRmIMEMLUEENRETH(E(M NRAR) / Acid digestion by
suitable acid depended on different sample material (as below table)

L2

] @& / Filtration %
A& / Solution 58 /Residue
¥
1) @RARLE / Alkali fusion
+ 2) EREARR / HCl to dissolve

PR RS EREFLEEINT /
Analysis was performed by ICP-OES

oK EHEE B R
HCl, HF, H,0;

i, 3, 83,4885 / Steel, copper, aluminum, solder ERAEE8K /Aquaregia, HNO;,

%I / Glass

Wi, S @M / HNOs HF

&,80,3E, B E / Gold, platinum, palladium, ceramic

FIK /Aquaregia

#& / Silver

B / HNO;3

TBg, e K, HEE EERE / H,SO,, H,0, HNO;, HCI

MABENEEZTEBM / Added appropriate
reagent to total digestion

#8)2 / Plastic
H1th / Others
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*RAPMAFERR - AIRRBSE R 2% m/80 . *
(The tested sample / part is marked by an arrow if it's shown on the photo.)

ETR23600263 NO.1

ETR23600263 NO.2
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** {545 E (End of Report) **
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