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PUTAEZRmIGHBERE IR R (The following sample(s) was/were submitted and identified by the applicant

as) :

BASIC INFORMATION

Type of Product SMD DISPLAY

Supplier Company Name EVERLIGHT

Address NO.6-8, ZHONGHUA RD., SHULIN DIST., NEW TAIPEI CITY 23860, TAIWAN

Tel / Fax / Email

TEL:886-2685-6688

FAX:886-2685-6699

E-MAIL: allenchiang@everlight.com

Contact Person

Allen

EVERLIGHT REPORT NO

EVERLIGHT-SMD DISPLAY SERIES
Sampling Product : SS436SURWA/A3-C -SGS-15-Sep-2023

PRODUCT INFORMATION

Product/component Sample description

PANEL DISPLAY COMPONENT

Quantity (numbers or weight)

0.863 g

EVERLIGHT P/N SMD DISPLAY SERIES
Sampling Product : SS436SURWA/A3-C
Product Lot No 7523031710
Country of Origin CHINA
TEST INFORMATION
Sample preparation CUTTING

Test Method

RoHS: IEC 62321, Halogen: BS EN 14582

MDL

Cd, Pb, Hg: 2 mg/kg, PBBs/PBDEs: 5 mg/kg, Halogen: 50 mg/kg

XM (Sample Submitted By)

W24 H(Sample Receiving Date)
Al B (Testing Period)

R 45 R (Test Results)

Tréfy%ﬁf Dﬁt%m‘. Mal| ager Sj

Signed for and on behalf o%
SGS TAIWAN LTD.
Chemical Laboratory - Taipei

EHNEFILERNHABRAS (EVERLIGHT ELECTRONICS CO,, LTD.)

01-Sep-2023
01-Sep-2023 to 15-Sep-2023

a2 B F—H (Please refer to following pages).
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B TR (Test Requested) D (1) IKIEEFIEE - 2%RoHS 2011/65/EU Annex || R EEET3§< (EV) 2015/863 815
w85~ ok~ NBEE - ZRBEK - ZREEKES, DBP, BBP, DEHP, DIBP - (As
specified by client, with reference to RoHS 2011/65/EU Annex Il and amending
Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs,
PBDEs, DBP, BBP, DEHP, DIBP contents in the submitted sample(s).)

(2) IBEFIEE - HlIF PAHs REMAIIE - (As specified by client, to test PAHs and
other item(s).)

#  #(Conclusion) (1) REEFFAEHENER - B iR - 85 ok - ANER - ZIREEK - ZREKEE DBP,
BBP, DEHP, DIBPHAIZ 4 R&FSRoHS 2011/65/EU Annex IBEEE]15< (EU)
2015/863 7BR1EZSK - (Based on the performed tests on submitted sample(s),
the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP,
DEHP, DIBP comply with the limits as set by RoHS Directive (EU) 2015/863
amending Annex Il to Directive 2011/65/EU.)

(2) REEPAEENER  ZRFELSUHERFSEBHERLEZEZ(APS) GS
PAHsZE 348 "HEEMR ., ZREZEK - (Based upon the performed tests on the
submitted sample(s), the test results of PAHs (15 items) comply with the limits
of PAHs requirement (Category 3) " Other consumer products ., as set by
German Committee on Product Safety (AfPS) GS PAHSs.)

B BRI A (Test Part Description)

No.1 . HEeZBREEXRER - B (WHITE PLASTIC WITH GRAY PRINTED AND GLUE)
No.2 1 HBERMKE LFIEZH (GREEN PCB AND ALL COMPONENTS ON IT)

Bt 45 5R (Test Results)

AFIER AR AE ==Kiv) MDL &HR FRIE
(Test Items) (Method) (Unit) (Result) (Limit)
No.l1 | No.2
#% (Cd) (Cadmium (Cd)) 2#|EC 62321-5: 2013 - MURtFERAE | ma/kg| 2 nd. | nd. | 100
REHEREE DT - (With reference to
5 (Pb) (Lead (Pb)) IEC 62321-5: 2013, analysis was mg/kg 2 n.d. 8.85 | 1000
performed by ICP-OES.)
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AHIER AR 77 E Efii | MDL &R RIE
(Test Items) (Method) (Unit) (Result) (Limit)
No.l [ No.2
7 (Hg) (Mercury (Hg)) £%|EC 62321-4: 2013+ AMD1: 2017 | mg/kg 2 n.d. n.d. 1000
- DU ERB S BR B CREE DT -
(With reference to IEC 62321-4:
2013+ AMDZ1: 2017, analysis was
performed by ICP-OES.)
7B Cr(VI) (Hexavalent Chromium £%E|EC 62321-7-2: 2017 - BLRIME- [ mg/kg 8 n.d. n.d. 1000
Cr(Vv1)) Ol R HHEET DT - (With
reference to IEC 62321-7-2: 2017,
analysis was performed by UV-VIS.)
25X (Monobromobiphenyl) mg/kg 5 n.d. n.d. -
_RBER (Dibromobiphenyl) mg/kg 5 n.d. n.d. -
—REEK (Tribromobiphenyl) mg/kg 5 n.d. n.d. -
IR (Tetrabromobiphenyl) mg/kg 5 n.d. n.d. -
TRBER (Pentabromobiphenyl) mg/kg 5 n.d. n.d. -
FUREER (Hexabromobiphenyl) mg/kg 5 n.d. n.d. -
2K (Heptabromobiphenyl) mg/kg 5 n.d. n.d. -
)\/rﬁé‘ﬁi’& (Octabromobiphenyl) mg/kg 5 n.d. n.d. -
JUEEZ (Nonabromobiphenyl) mg/kg 5 n.d. n.d. -
+IRBEE (Decabromobiphenyl) 2#|EC 62321-6: 2015 - MEtEEH % | ma/kg| 5 nd. | nd -
LR A2 (Sum of PBBs) /BEEEDHT - (With reference to IEC | mg/kg - n.d. nd. | 1000
—R¥KEE (Monobromodiphenyl ether)  |62321-6: 2015, analysis was mg/kg 5 n.d. n.d. -
“REER (Dibromodiphenyl ether) performed by GC/MS.) mg/kg 5 n.d. n.d. -
= REEKE (Tribromodiphenyl ether) mg/kg 5 n.d. n.d. -
TR ¥t Bt (Tetrabromodiphenyl ether) mg/kg 5 n.d. n.d. -
TR KB (Pentabromodiphenyl ether) mg/kg 5 n.d. n.d. -
7NRECREE (Hexabromodiphenyl ether) mg/kg 5 n.d. n.d. -
LIREEREE (Heptabromodiphenyl ether) mg/kg 5 n.d. n.d. -
JURHEES (Octabromodiphenyl ether) mg/kg 5 n.d. n.d. -
nlrﬂsﬁ“ it (Nonabromodiphenyl ether) mg/kg 5 n.d. n.d. -
X8t (Decabromodiphenyl ether) mg/kg 5 n.d. n.d. -
y,EH%EEEfL BF (Sum of PBDEs) mg/kg - n.d. nd. | 1000
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HIEIER AR AE BEflI | MDL #HwE PRIE
(Test Items) (Method) (Unit) (Result) (Limit)
No.l1 | No.2
#X PR T K PEs (BBP) (Butyl benzyl  [2%IEC 62321-8: 2017 - LIRMAEH & [ mg/kg| 50 n.d. n.d. | 1000
phthalate (BBP)) JEREFEDHT - (With reference to IEC

62321-8: 2017, analysis was
performed by GC/MS))

#X M T Bs (DBP) (Dibutyl £#|EC 62321-8: 2017 - IRMEEN & [ mg/kg | 50 n.d. nd. | 1000
phthalate (DBP)) JEREZEDHT - (With reference to IEC
62321-8: 2017, analysis was
performed by GC/MS.)

WA ZPM_(2-22CH)fs (DEHP) (Di-  [2%IEC 62321-8: 2017 - IR & [ mg/kg | 50 n.d. n.d. 1000
-ethylhexyl) phthalate (DEHP)) JEREDHT - (With reference to IEC

62321-8: 2017, analysis was
performed by GC/MS))

HR R T fis (DIBP) (Diisobutyl £#|EC 62321-8: 2017 - IRMEEN & [ mg/kg | 50 n.d. nd. | 1000
phthalate (DIBP)) JEREDHT - (With reference to IEC
62321-8: 2017, analysis was
performed by GC/MS))

#AR PR _ E Zfi5 (DIDP) (Diisodecyl £3#|EC 62321-8: 2017 - IRMEEN & | mg/kg 50 n.d. n.d. -
phthalate (DIDP)) (CAS No.: 26761-40-0, |/EzEZE D47 - (With reference to IEC

68515-49-1) 62321-8: 2017, analysis was
performed by GC/MS.)
HR _EPEE 5 T8 (DINP) (Diisononyl | 2#IEC 62321-8: 2017 - IRHEEHN & [ mg/kg| 50 n.d. n.d. -
phthalate (DINP)) (CAS No.: 28553-12-0, [/BE:E&E2 4T - (With reference to IEC
68515-48-0) 62321-8: 2017, analysis was

performed by GC/MS))

#X PR IF=fi5 (DNOP) (Di-n-octyl [2%IEC 62321-8: 2017 - LIRMEEH & [ mg/kg| 50 n.d. n.d. -
phthalate (DNOP)) (CAS No.: 117-84-0) |/&EzEE D47 - (With reference to IEC
62321-8: 2017, analysis was
performed by GC/MS.)

R _EREE _ IFTXEs (DNPP) (Di-n-pentyl |2%IEC 62321-8: 2017 - IRtBEHNE [ mg/kg| 50 n.d. n.d. -
phthalate (DNPP)) (CAS No.: 131-18-0)  [/E:E&E 24T - (With reference to IEC
62321-8: 2017, analysis was
performed by GC/MS.)
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HAEIEE Al A& ==Kiv) MDL BHR PR{E
(Test Items) (Method) (Unit) (Result) (Limit)
No.l1 | No.2

AP " IFCfs (DNHP) (Di-n-hexyl  [£%IEC 62321-8: 2017 - IRAREHN & | mg/kg 50 n.d. n.d. -
phthalate (DNHP)) (CAS No.: 84-75-3) JEREDHT - (With reference to IEC

62321-8: 2017, analysis was

performed by GC/MS))
MR _PREQ-PEELE)E (DMEP) £#|EC 62321-8: 2017 - IRMEEN & [ mg/kg | 50 n.d. n.d. -
(Bis(2-methoxyethyl) phthalate (DMEP)) |/E:EED 4T - (With reference to IEC
(CAS No.:117-82-8) 62321-8: 2017, analysis was

performed by GC/MS.)
#K BB __PEs (DMP) (Dimethyl £3#|EC 62321-8: 2017 - IRMHEEMNE | mg/kg| 50 n.d. n.d. -
phthalate (DMP)) (CAS No.: 131-11-3) JEREDHT - (With reference to IEC

62321-8: 2017, analysis was

performed by GC/MS))
#K AR — 327 (DIOP) (Diisooctyl £#|EC 62321-8: 2017 - IRMEEN & [ mg/kg | 50 n.d. n.d. -
phthalate (DIOP)) (CAS No.: 27554-26-3) |/BEE &2 4T - (With reference to IEC

62321-8: 2017, analysis was

performed by GC/MS))
#*_ 8 _ IF T A (DNNP) (Di-n-nonyl |2ZIEC 62321-8: 2017 - LI BE# @ | mg/kg| 50 | nd. | nd. -
phthalate (DNNP)) (CAS No.: 84-76-4) |/&EzEE D47 - (With reference to IEC

62321-8: 2017, analysis was

performed by GC/MS.)
NERTRAFIATEMMAILNERY | 2EIEC 62321: 2008 - ISMREME/ | mg/kg 5 n.d. n.d. -
(HBCDD) (a- HBCDD, B- HBCDD, y- HBCDD) | & & & 24 - (With reference to IEC
(Hexabromocyclododecane (HBCDD) and {62321 2008, analysis was performed
all major diastereoisomers identified (- by GC/MS.)
HBCDD, B- HBCDD, y- HBCDD)) (CAS No.:
25637-99-4, 3194-55-6 (134237-51-7,
134237-50-6, 134237-52-8))
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HAEIEE Al A& B MDL #HR PR{E
(Test Items) (Method) (Unit) (Result) (Limit)
No.l1 | No.2

& (F) (Fluorine (F)) (CAS No.: 14762-94-8) mg/kg 50 465 760 -
% (Cl) (Chlorine (Cl)) (CAS No.: 22537-15- |£2BS EN 14582: 2016 - LBt ¥ E#H | mg/kg 50 75.8 769 -
1) BT - (With reference to BS EN
& (Br) (Bromine (Br)) (CAS No.: 10097-32-[14582: 2016, analysis was performed | mg/kg 50 nd. | 67600 -
2) by IC.)
i (1) (lodine (1)) (CAS No.: 14362-44-8) mg/kg| 50 n.d. n.d. -
TEFIRER KEER (PFOS and its salts) [£%&CEN/TS 15968: 2010 - LURMEEH [ mg/kg | 0.01 n.d. n.d. -
(CAS No.: 1763-23-1 and its salts) BB E DT o (With reference to

CEN/TS 15968: 2010, analysis was

performed by LC/MS/MS.)
THFMREER (PFOA and its salts) £#&CEN/TS 15968: 2010 - LURMEEHT [ mg/kg [ 0.01 n.d. n.d. -
(CAS No.: 335-67-1 and its salts) RHIERLE DT o (With reference to

CEN/TS 15968: 2010, analysis was

performed by LC/MS/MS.)
#% (Be) (Beryllium (Be)) (CAS No.: 7440- £3%#US EPA 3052: 1996 - DIRERES | mg/kg 2 n.d. n.d. -
41-7) BIRBHLEE DM - (With reference

to US EPA 3052: 1996, analysis was

performed by ICP-OES.)
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AISIEE HEAE BfiI MDL wHR PR{E
(Test Items) (Method) (Unit) (Result) (Limit)
No.1 | No.2

ZIRFEIE (Polycyclic Aromatic
Hydrocarbons) (PAHs)

Bt (a)tE (Benzo[a]pyrene) (CAS No.: 50-32- mg/kg | 0.2 n.d. n.d. A
8)

5t (e)EE (Benzo[e]lpyrene) (CAS No.: 192- mg/kg | 0.2 n.d. n.d. A
97-2)

#E#E (Benzo[a]anthracene) (CAS No.: 56- mg/kg | 0.2 n.d. n.d. A
55-3)

#(b)XEt%) (Benzo[b]fluoranthene) (CAS mg/kg | 0.2 n.d. n.d. A
No.: 205-99-2)

K()#BHZ (Benzo[jlfluoranthene) (CAS No.: mg/kg| 0.2 n.d. n.d. A
205-82-3)

F (k)X B#%5 (Benzo[k]fluoranthene) (CAS B mg/kg | 0.2 n.d. n.d. A
No.: 207-08-9) Z£EAfPS GS 2019:01 PAK - I AEfE

% (Chrysene) (CAS No.: 218-01-9) /B @A - (With reference to R0 cT™05 [ nd. | nd. | A

__KB#E (Dibenzo[a,hlanthracene) (CAS AfPS G5 2019:01 PAK, analysis was mg/kg| 0.2 n.d. n.d. A

performed by GC/MS.)

No.: 53-70-3)

ZBHIE (Benzo[g,h,ilperylene) (CAS No.: 191- mg/kg | 0.2 n.d. n.d. A
24-2)

EIEATE (Indenol1,2,3-c,d]pyrene) (CAS No.: mg/kg| 0.2 n.d. n.d. A
193-39-5)

& (Anthracene) (CAS No.: 120-12-7) mg/kg| 0.2 n.d. n.d. A
#E1#%5 (Fluoranthene) (CAS No.: 206-44-0) mg/kg | 0.2 n.d. n.d. A
JE (Phenanthrene) (CAS No.: 85-01-8) mg/kg | 0.2 n.d. n.d. A
EE (Pyrene) (CAS No.: 129-00-0) mg/kg| 0.2 n.d. n.d. A
% (Naphthalene) (CAS No.: 91-20-3) mg/kg| 0.2 n.d. n.d. A
ZIRFSEE1S5IE4H (Sum of 15 PAHSs) mg/kg - n.d. n.d. A
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fEi¥(Note) :

1. mg/kg = ppm ; 0.1wt% = 0.1% = 1000ppm

. MDL = Method Detection Limit (77;% 12815 R E)

. n.d. = Not Detected (R ; /NFIEMDL / Less than MDL

"-" = Not Regulated (fER1EH)

"---" = Not Conducted (KA IEE)

. BRIES AR - 28ILAC-G8:09/2019 - HRABE _s(w=0)nWRRIETRHEUHE ; REBILHRA - FEHERZH
E %LU 4 REAPREMELE - (Unless otherwise stated , the decision rule for conformity reporting is based on
Binary Statement for Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019. According to this rule, the
judgement of conformity is based on the comparing test results with limits.)

OuUTAwWN
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PAHs Remark :

A EEERZEZE S (ATPS): GS PAHs EK
AfPS (German commission for Product Safety): GS PAHs requirements

HEA(Date): 15-Sep-2023

% 1 #5(Category 1)

% 2 #8(Category 2)

£ 3 #(Category 3)

EEMAOSRMREERRERE
857 B (838 30 )|
2009/48/EC EERIIEMRAD 3
mU T REFEANEm(Materials

AERE 1 EMH - WEEH R
R EHEBE 30 V(RN EES)
o EE B B8 (Materials that
are not in Category 1, with

ABRE 1 HHE 2 B TR
&3¢ 0] 78 52 B4 57 B e AE R #8348 30 7
(52 HA K7 B 122 18) (Materials not
covered by Category 1 or 2, with

LS| intended to be placed in the intended or foreseeable long-term|intended or foreseeable short-
(Parameter) mouth, or materials in toys skin contact (> 30 seconds) or term skin contact (£ 30 seconds))
(Directive 2009/48/EC) or short-term repetitive contact with
articles for children up to 3 the skin)
years of age with intended a. b. a. b.
long-term skin contact (> 30 |#t 14 B TR E & [HEEM(Other |t 14 5ELU TR ERE | HEER(Other
seconds)) AR EmUseby [consumer FREmMWUse by |consumer
children under 14) |products) children under 14) |products)
Naphthalene <1 <2 <10
Phenanthrene
Anthracene <1Sum <5Sum <10 Sum <20 Sum < 50 Sum
Fluoranthene
Pyrene
Benzo[alanthracene <0.2 <0.2 < 0.5 <05 <1
Chrysene <0.2 <02 <05 <0.5 <1
Benzo[b]fluoranthene <0.2 <0.2 <05 <0.5 <1
Benzo[jlfluoranthene <02 <02 <05 <05 <1
Benzo[k]fluoranthene <02 <02 <05 <05 <1
Benzo[a]pyrene <02 <0.2 <05 <05 <1
Benzo[e]pyrene <0.2 <0.2 <0.5 <0.5 <1
Indenol1,2,3-c,d] pyrene <0.2 <0.2 <05 <05 <1
Dibenzo[a,h]anthracene <02 <0.2 <0.5 <05 <1
Benzo[g,h,i]perylene <0.2 <0.2 <05 <0.5 <1
(155u1n% (F;,]‘AIHSZ/AEHF)E <1 <5 <10 <20 <50

B (Unit) : mg/kg
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PFAS Remark :
IRBPFASESRIMZ D MPFASYIBRFEAE - BREKEIGR ZPFASKR R EBHYE - HulgilEn S EABELE - FHItEEERIPN
IMNEEABERERAEFES  WAHERSEREGE ZPFASZM RBEENENRERS - FRPFASYIEREESCEZEA
MERP - HEEHFERE TR | (FTRINBPFASHIEERERA - L AESPBRREER 2 PFASESR - )
(The quantitative technology of PFAS is to analyze the specific structure of PFAS substances. However, PFAS acid and its
salts with the same carbon number group have the same specific structure that can be identified. The tested results of the
analyzed specific structure cannot be distinguished to identify the contribution from PFAS acid or its salts. Therefore, the
tested results display the sum of concentrations of PFAS acids and its salts with the same carbon number group. The
concentration of PFAS substances in the below table have been included in the tested results, please refer to the table for
relevant information: (The listed PFAS substances are examples only, it do not include all PFAS salts with the same carbon
number group.))

MEREDEE MEZE CAS No.
(Classification of Substance (Substance Name)
Concentration)
EERFRER R EES 2 EFEBME (PFOS-K) 2795-39-3
Perfluorooctane sulfonates and its  |[Potassium perfluorooctanesulfonate (PFOS-K)
salts (PFOS and its salts) . +m ZEERE (PFOS-L) 29457-72-5
(CAS No.: 1763-23-1 and its salts) Perfluorooctanesulfonic acid, lithium salt (PFOS-Li)
2EFEEBRME (PFOS-NH,) 29081-56-9
Perfluorooctanesulfonic acid, ammonium salt
(PFOS-NHy)
2EEEERE — ZEEE (PFOS-NH(OH),) 70225-14-8

Perfluorooctane sulfonate diethanolamine salt
(PFOS-NH(OH),)

ERFEEER I OE# (PFOS-N(C,Hs),) 56773-42-3
Perfluorooctanesulfonic
acid,tetraethylammonium salt (PFOS-N(C;Hs),)
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MERERR MEBE CAS No.
(Classification of Substance (Substance Name)
Concentration)
ERFREE K EER S EEERER % " BHER (PFOS-DDA) 251099-16-8
Perfluorooctane sulfonates and its N-decyl-N,i\l-d;netﬁyldecan-l-aminium
salts (PFOS and its salts) 1,1,2,2,3,3,4,4,5,5,6,6,7,7,8,8,8-
(CAS No.:1763-23-1 and its salts)  |heptadecafluorooctane-1-sulfonate (PFOS-DDA)
EERFEBEER (POSF) 307-35-7
Perfluorooctane sulfonyl fluoride (POSF)
2 EFEBIE (PFOS-Mg) 91036-71-4
Perfluorooctanesulfonic acid, magnesium salt
(PFOS-Mg)
2 EFEBIN (PFOS-Na) 4021-47-0
Perfluorooctanesulfonic acid, sodium salt
(PFOS-Na)
TEFEMNHEHEE 2 &M (PFOA-Na) 335-95-5
Perfluorooctanoic acid and its salts |Sodium perfluorooctanoate (PFOA-Na)
(PFOA and its salts) . | (PFOA-K) 2395-00-8
(CAS No.: 335-67-1 and its salts) Potassium perfluorooctanoate (PFOA-K)
EHFMIR (PFOA-Ag) 335-93-3
Silver perfluorooctanote (PFOA-AQ)
ZHF & (PFOA-F) 335-66-0
Perfluorooctanoyl fluoride (PFOA-F)
EEFEMIE (APFO) 3825-26-1
Ammonium pentadecafluorooctanoate (APFO)
2 HEFMEIE (PFOA-LI) 17125-58-5

Lithium perfluorooctanoate (PFOA-LI)
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E£ERER / Analytical flow chart of heavy metal
RBUTROREE 2R G - imee2 88 o ( ANEBSRE ARSI )
These samples were dissolved totally by pre-conditioning method according to below flow chart.
( Cr® test method excluded )
| H - Btk / Cutting ~ Preparation |
v

| Bl RBES / Sample measurement |
I

AL

| A"fEsE Cr(VI)
84 Pb/#R Cd/5R Hg v v
v
—— FF=£E / Non-metal =@ / Metal
R A B R TR | — | l |
Acid dlgestlon with microwave / hot plate ABS /PC/PVC | Rftt¥8/Others v
7 v v #7KZEHY / Boiling
Dﬁ_a/)l?z/ ﬁqtb/ %{}:S/OB;LGOKT water extraction
3BE / Fi i issolving by H igesting
18 / Filtration ultrasonication at 150~160°C +
| v v REEBIERR /
v v %6@";1'51:#?1 ma | mmy Cool, filter digestate
- - N - p igesting at eparating to get hrough fil
7B / Solution 58 / Residue % 9 agueousgphage through fiter
uItrason|cat|on *
v | | -
1) EBBRDE/ Alkalif ¥ mé\jéd@ﬁm%/
) ERBRLE / Alkali fusion N : Add diphenyl-
o - % pH / pH adjustment ;
2) EERARE / HCl to dissolve | ¢ | cargs\fécliggr%re%otlor
v l MAZER#EE /Add dlf)henyl— +
carbazide for color development oS- T B 5 e
DI BB S B G L B DT/ v % SARRARE
Analysis was performed by ICP-OES SOk B S . B S A 540 nm KRR /
= - e 1 X l
e 540 nm HORIKE / Measure the
Measure the absorbance at 540 by UV-Vi
540 nm by UV-Vis t”m hyt - t's
spectrophotometer spectrophotometer

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at https://www.sgs.com.tw/terms-of-service

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at https://www.sgs.com.tw/terms-of-service. Attention is drawn to the limitation of

liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its
intervention only and within the limits of client's instruction, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from
exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise
stated the results shown in this test report refer only to the sample(s) tested.

25 t+886(02)2299 3939  f+886(02)2299 3237

SGS Taiwan Ltd. 25, Wu Chyuan 7th Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan

I
Member of the SGS Group



SGS

Al RS
Test Report

ENEFTERNBMRAS (EVERLIGHT ELECTRONICS CO., LTD.)
Hribmf A @ P EERE6-85% (NO. 6-8, ZHONGHUA RD., SHULIN DIST., NEW TAIPEI CITY 23860, TAIWAN)

5548%5(No.): ETR23900015 H#A(Date): 15-Sep-2023 BE(Page): 13 of 20

LRBR/Z R A B 2 R 2E / Analytical flow chart - PBBs/PBDEs

PRAIZR / First testing process —
EEZMEFRTERF / Optional screen process — =s=s=am:
133 / Confirmation process -

¥ mAIEE /Sample pretreatment
v

NI NI NI NN NN NN NN NN NN NN EEEEEEEEEEEY

HER M7/ Screen analysis

REEENssssEEEEEEsESAApEEEEEssEEEEEEsEEEEnn

v

#mZH / Sample extraction
RILZFZERUE / Soxhlet method

1
v

ERR R/ E
Concentrate/Dilute extracted solution

1
v

ZEEURMBIR / Filter

1
v

REETEREE / GC/MS
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2% 3 #7 2B / Analytical flow chart - Phthalate

[z 755%/Test method: IEC 62321-8]

BmAEE/ D /
Sample pretreatment/separation

!

ol THF NS KA EEE /
Sample dissolved/extracted by THF

!

ZEUR%RE /
Dilute extracted solution
REBWEREED /
Analysis was performed by GC/MS
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NERERT RS REE / Analytical flow chart - HBCDD

HEMAIERIE / Sample pretreatment

2E Okt

=mmZ:HY Sample extraction /
HBERZEEUE Ultrasonic method

EAREME/WE /
Concentrate/Dilute extracted solution

l
TERIBIE / Filter
!

VIsAREH/EEENH /
Analysis was performed by GC/MS

!
2138 / Data
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HZESiRER / Analytical flow chart - Halogen

RmAEE/ 2 /
Sample pretreatment / Separation

NERBEmBEAZRES /
Weighting and putting sample in cell

v

WA S5z /TR /
Oxygen bomb combustion / Absorption

WEZEEEE /
Dilution to fixed volume

v

VIRt FEMEDHT /
Analysis was performed by IC
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2EEEM(ER2EFR/2aFRER/HEREESYES) S iRER / Analytical flow
chart — PFAS (including PFOA/PFOS/its related compound, etc.)

% mAIEE /Sample pretreatment

v

BERZEIEZER /
Sample extraction by ultrasonic extraction

ERRBRE B /
Concentrate/Dilute extracted solution

v

MsAEN/ GBI TEURBENTER BN BMELED
#7/Analysis was perfLoCr/rRAeSd/b SGC/MS or LC/MS or

v

248 / Data
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ZRBSEEATRER /
Analytical flow chart - PAHs (Polycyclic Aromatic Hydrocarbons)

RemBIEE /
Sample pretreatment

!

PIBRRBREZENBE R ERUE) /
Sample extracted (ultrasonic extraction) by toluene solvent

!

URHENERZEDHNT /
Analysis was performed by GC/MS

!

214% / Data
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TR(BELE)ARIEE / Analytical flow chart of elements (Heavy metal included)

REBEUMOREBBE GG - KmET2 8% -
These samples were dissolved totally by pre-conditioning method according to below flow chart.
[ £%75)%/Reference method : US EPA 3051A + US EPA 3052]

3 WEHES / Cutting - Preparation

'

Al mESE / Sample measurement

4
TR /BB RE / S A BRI RUREE /
Microwave digestion with HNO3/HCI/HF

'

BIE / Filtration

v
v 558 / Residue
7AW / Solution

1) ERARDZE / Alkali fusion
2) E&ERgARE / HCl to dissolve

l

MR FERE S BIR B HGEE DT /
Analysis was performed by ICP-OES

* US EPA 3051A AR AME&EE /US EPA 3051A method does not add HF.
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Test Report

g=A5(No.): ETR23900015 HEA(Date): 15-Sep-2023

ENEFTERNBMRAS (EVERLIGHT ELECTRONICS CO., LTD.)
Hribmf A @ P EERE6-85% (NO. 6-8, ZHONGHUA RD., SHULIN DIST., NEW TAIPEI CITY 23860, TAIWAN)

* BRI AFREER - AIRTABEREH 2% m/80 . *
(The tested sample / part is marked by an arrow if it's shown on the photo.)

ETR23900015 NO.1
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** 3 ELE (End of Report) **
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