SGS

Al RS
Test Report

ENEFIERNBRAS (EVERLIGHT ELECTRONICS CO., LTD.)
Fribmi e P EEER6-85% (NO. 6-8, ZHONGHUA RD., SHULIN DIST., NEW TAIPEI CITY 23860, TAIWAN)

A5 (No.): ETR23C05767 HHf(Date): 11-Jan-2024 B#l(Page): 1 of 18

TR EREGHBFEREMIZHKER (The following sample(s) was/were submitted and identified by the applicant
as) :

BASIC INFORMATION

Type of Product X13030-RGB Series

Supplier Company Name EVERLIGHT

Address NO.6-8, ZHONGHUA RD., SHULIN DIST., NEW TAIPEI CITY 23860, TAIWAN
Tel / Fax / Email TEL:886-2685-6688

FAX:886-2685-6699
E-MAIL: lindawang@everlight.com

Contact Person LI LING WANG

EVERLIGHT REPORT NO XI3030-RGB Series
Sampling Product : XI3030-RGB200BH-B01-2T-AM-SGS-11-Jan-2024

PRODUCT INFORMATION

Product/component Sample description |Ambient light/Switches light

Quantity (numbers or weight) 0.0157 g
EVERLIGHT P/N X13030-RGB Series
Sampling Product : XI3030-RGB200BH-B01-2T-AM
Product Lot No T231116K28)275
Country of Origin TAIWAN
TEST INFORMATION
Sample preparation CUTTING
Test Method RoHS: IEC 62321, Halogen: BS EN 14582
MDL Cd, Pb, Hg: 2 mg/kg, PBBs/PBDEs: 5 mg/kg, Halogen: 50 mg/kg

EIR M E (Sample Submitted By) ;. BHEBFIERMNBRAS (EVERLIGHT ELECTRONICS CO., LTD.)

W H(Sample Receiving Date) : 28-Dec-2023

Az #A RS (Testing Period) : 28-Dec-2023 to 11-Jan-2024
B4R (Test Results) : = 2B N —H& (Please refer to following pages).

ned for and on behalf G&AwWRE
S TAIWAN LTD. % 1]
Chemical Laboratory - Taipei PIN CODE: 94A8699E

Tr&%ﬁf Depan&nt Ma" T
S
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B T K (Test Requested) : (1) IKBEFEE - £2%RoHS 2011/65/EU Annex || R ELE5TH5< (EU) 2015/863 15
w85~ ok~ NBEE - ZRBEK - ZREEKES, DBP, BBP, DEHP, DIBP - (As
specified by client, with reference to RoHS 2011/65/EU Annex Il and amending
Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs,
PBDEs, DBP, BBP, DEHP, DIBP contents in the submitted sample(s).)

(2) IBEFETE - AlIE PAHs REMIAIIE - (As specified by client, to test PAHs and
other item(s).)

& ## (Conclusion) : (1) REEZEFMRERHENEZER - His - &5 7k - NEH - ZREK - Z)'EKE:, DBP, BBP,
DEHP, DIBPRYAIER 5 R & RoHS 2011/65/EU Annex IIBE{EE]#5< (EU)
2015/8637BR1BEZEK - (Based on the performed tests on submitted sample(s),
the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP,
DEHP, DIBP comply with the limits as set by RoHS Directive (EU) 2015/863
amending Annex Il to Directive 2011/65/EU.)

(2) REEZEFMEMHINER  ZEFELAFZERTEERERLEZEE(APS) GS
PAHsZE 38 "HEEM . ZREZEK - (Based upon the performed tests on the
submitted sample(s), the test results of PAHs (15 items) comply with the limits
of PAHs requirement (Category 3) " Other consumer products ., as set by
German Committee on Product Safety (AfPS) GS PAHs.)

BB EBMI KGR (Test Part Description)
No.1 : XI3030-RGB SERIES

A 45 R (Test Results)

HAlIEE A7 & ==L MDL B“HR PRIE
(Test Items) (Method) (Unit) (Result) | (Limit)
No.l
#® (Cd) (Cadmium (Cd)) £%E|EC 62321-5: 2013 - DIKERSE | mg/kg 2 n.d. 100
REEHREBE DT o (With reference to
# (Pb) (Lead (Pb)) IEC 62321-5: 2013, analysis was mg/kg 2 n.d. 1000
performed by ICP-OES.)
7% (Hg) (Mercury (HQg)) £%|EC 62321-4: 2013+ AMD1: 2017 | mg/kg 2 n.d. 1000
DU S BIR G ET -
(With reference to IEC 62321-4:
2013+ AMD1: 2017, analysis was
performed by ICP-OES))
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AlIEE A E ==L MDL =R PRIE
(Test Items) (Method) (Unit) (Result) | (Limit)
No.1l
7NE# Cr(VI) (Hexavalent Chromium |2 EIEC 62321-7-2: 2017 - DIEEAINE- mag/kg 8 n.d. 1000
Cr(Vl)) o] RADHAEFT 2 - (With
reference to IEC 62321-7-2: 2017,
analysis was performed by UV-VIS))

— R (Monobromobiphenyl) mg/kg 5 n.d. -
—_)REtK (Dibromobiphenyl) mg/kg 5 n.d. -
—)RELK (Tribromobiphenyl) mg/kg 5 n.d. -
I REEK (Tetrabromobiphenyl) mg/kg 5 n.d. -
TR (Pentabromobiphenyl) mg/kg 5 n.d. -
7UREEE (Hexabromobiphenyl) mg/kg 5 n.d. -
R (Heptabromobiphenyl) mg/kg 5 n.d. -
JUREEK (Octabromobiphenyl) mg/kg 5 n.d. -
1R (Nonabromobiphenyl) mg/kg 5 n.d. -
1R (Decabromobiphenyl) £2|EC 62321-6: 2015 - UGB /| mg/kg 5 n.d. -
28B4 H (Sum of PBBs) BREEDHT - (With reference to IEC mg/kg - n.d. 1000
—EHB B (Monobromodiphenyl ether) 62321-6: 2015, analysis was mg/kg 5 n.d. -
_REZEE (Dibromodiphenyl ether) performed by GC/MS.) mg/kg 5 n.d. -
— R KB (Tribromodiphenyl ether) mg/kg 5 n.d. -
IR B4 KBk (Tetrabromodiphenyl ether) mg/kg 5 n.d. -
TR ES (Pentabromodiphenyl ether) mg/kg 5 n.d. _
7NREEERE (Hexabromodiphenyl ether) mg/kg 5 n.d. -
TREE KB (Heptabromodiphenyl ether) mg/kg 5 n.d. -
JURHERES (Octabromodiphenyl ether) mg/kg 5 n.d. -
NREERES (Nonabromodiphenyl ether) mg/kg 5 n.d. -
+REE B (Decabromodiphenyl ether) mg/kg 5 n.d. _
LR (Sum of PBDEs) mg/kg - n.d. 1000
AR R T XS Es (BBP) (Butyl mg/kg 50 n.d. 1000
benzyl phthalate (BBP))
A _HEE T Bs (DBP) (Dibutyl £%|EC 62321-8:2017 - KimBENE/| ma/kg 50 n.d. 1000
phthalate (DBP)) BREE DM - (With reference to IEC
MA_PB_(2-oECH)E (DEHP)  |62321-8: 2017, analysis was mg/kg 50 n.d. 1000
(Di-(2-ethylhexyl) phthalate (DEHP)) [performed by GC/MS.)
#AX _EPRE 2T s (DIBP) (Diisobutyl mg/kg 50 n.d. 1000
phthalate (DIBP))
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ARIER A A& ==Ll MDL &R PRIE
(Test Items) (Method) (Unit) (Result) | (Limit)
No.l
A _HEE — FE %05 (DIDP) (Diisodecyl mg/kg 50 n.d. -
phthalate (DIDP)) (CAS No.: 26761-
40-0, 68515-49-1)
#A B EThs (DINP) mg/kg 50 n.d. -
(Diisononyl phthalate (DINP)) (CAS
No.: 28553-12-0, 68515-48-0)
# K BB — 1F 3785 (DNOP) (Di-n- mg/kg 50 n.d. -
octyl phthalate (DNOP)) (CAS No.:
117-84-0)
#K P _ 1E /X5 (DNPP) (Di-n- mg/kg 50 n.d. -
pentyl phthalate (DNPP)) (CAS No.:
131-18-0) £%E|EC 62321-8: 2017 - UimBRET1E/
X _EPRE _ IF = &5 (DNHP) (Di-n- BREE DM - (With reference to IEC mg/kg 50 n.d. -
hexyl phthalate (DNHP)) (CAS No.: 62321-8: 2017, analysis was
84-75-3) performed by GC/MS.))
MA_PFREQ-FEELE)EE (DMEP) mag/kg 50 n.d. -
(Bis(2-methoxyethyl) phthalate
(DMEP)) (CAS No.: 117-82-8)
#K _FP# s (DMP) (Dimethyl mg/kg 50 n.d. -
phthalate (DMP)) (CAS No.: 131-11-3)
HK _FPRE — 285 (DIOP) (Diisooctyl mg/kg 50 n.d. -
phthalate (DIOP)) (CAS No.: 27554-
26-3)
#K PR _ IE T 5 (DNNP) (Di-n- mg/kg 50 n.d. -
nonyl phthalate (DNNP)) (CAS No.:
84-76-4)
@ﬁéﬂ%ﬁﬂﬁgﬁiﬁ\ (PFOS anq its 23 CEN/TS 15968 2010 - LUGARE mg/kg 0.01 n.d. -
salts) (CAS No.: 1763-23-1 and its i 2 2 .
salts) BB ES N - (With refergnce to
SRS REEE (PFOA and ts salts) |/ 1> 12968: 2010, analysis was mg/kg | 00L | nd. -

(CAS No.: 335-67-1 and its salts)

performed by LC/MS/MS.)
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AHIEE A AF=E B MDL HR FR{E
(Test Items) (Method) (Unit) (Result) [ (Limit)
No.1

o i

ZIRFSELR (Polycyclic Aromatic
Hydrocarbons) (PAHs)

ZAB#(a)EE (Benzola]pyrene) (CAS No.: mg/kg 0.2 n.d. A
50-32-8)

A5 (e)EE (Benzo[e]pyrene) (CAS No.: mg/kg 0.2 n.d. A
192-97-2)

KEHE (Benzo[alanthracene) (CAS mg/kg 0.2 n.d. A
No.: 56-55-3)

A (b)ZEH#Z) (Benzo[b]fluoranthene) mg/kg 0.2 n.d. A
(CAS No.: 205-99-2)

K()AEBZ) (Benzo[jlfluoranthene) mg/kg 0.2 n.d. A
(CAS No.: 205-82-3)

Z(k)*5#2) (Benzolk]fluoranthene) mg/kg 0.2 n.d. A

(CAS No.: 207-08-9)

£ZAfPS GS 2019:01 PAK - DImHEEMT

B (Chrysene) (CAS No. 218-019) [ oo i it . (With reference to /K | 02 | nd. 4

__XREtE (Dibenzo[a,h]anthracene) ] . mg/kg 0.2 n.d. A
AfPS GS 2019:01 PAK, analysis was

(CAS No.: 53-70-3)

e - performed by GC/MS.))

KBHIE (Benzo[g,h,i]perylene) (CAS mg/kg 0.2 n.d. A

No.: 191-24-2)

enfIEE (Indenol1,2,3-c,d]pyrene) (CAS mg/kg 0.2 n.d. A

No.: 193-39-5)

(Anthracene) (CAS No.: 120-12-7) mg/kg 0.2 n.d. A

KE#%5 (Fluoranthene) (CAS No.: 206- mg/kg 0.2 n.d. A

44-0)

3t (Phenanthrene) (CAS No.: 85-01-8) mg/kg 0.2 n.d. A

EE (Pyrene) (CAS No.: 129-00-0) mg/kg 0.2 n.d. A

% (Naphthalene) (CAS No.: 91-20-3) mg/kg 0.2 n.d. A

ZIRFEEIS5IELARH (Sum of 15 mg/kg - n.d. A

PAHSs)
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ARIER A A& ==Kiv} MDL &R PRIE
(Test Items) (Method) (Unit) (Result) | (Limit)
No.l
NRET _WMEFMAFERMAIENE |2%EIEC62321: 2008 - DImBRENTE/E| mg/kg 5 n.d. -
&%) (HBCDD) (a- HBCDD, B- HBCDD, [E&&E2 47 - (With reference to IEC
y- HBCDD) 62321: 2008, analysis was performed
(Hexabromocyclododecane (HBCDD) |by GC/MS.)
and all major diastereoisomers
identified (a- HBCDD, [3- HBCDD, y-
HBCDD)) (CAS No.: 25637-99-4,
3194-55-6 (134237-51-7, 134237-50-
6, 134237-52-8))
@ (F) (Fluorine (F)) (CAS No.: 14762- mg/kg 50 n.d. -
94-8)
& (Cl) (Chlorine (Cl)) (CAS No.: £%EBS EN 14582: 2016 - MIBEFEME| mag/kg 50 n.d. -
22537-15-1) IH7 - (With reference to BS EN
;8 (Br) (Bromine (Br)) (CAS No.: 14582: 2016, analysis was performed | mg/kg 50 n.d. -
10097-32-2) by IC.)
2 (1) (lodine (1)) (CAS No.: 14362-44- mg/kg 50 n.d. -
8)
i (Be) (Beryllium (Be)) (CAS No.: £%EUS EPA 3052: 1996 - DIEFERBSE | mg/kg 2 n.d. -
7440-41-7) FHELHT LB DM © (With reference to
US EPA 3052: 1996, analysis was
performed by ICP-OES.)

&7t (Note) :

1. mg/kg = ppm ; 0.1wt% = 0.1% = 1000ppm

2. MDL = Method Detection Limit (77515 RIiHR1E)

3. n.d. = Not Detected (R#2d) ; /NFEMDL / Less than MDL

4. "-" = Not Regulated (FE#1&1E)

5. BRIEZ BRI - 28ILAC-G8:09/2019 - HKAEBE _T(w=0)nWHRBETHEHHE ; REBIHHRE - fEHERZH

EHRLUAIG A REAPRBEMELE - (Unless otherwise stated , the decision rule for conformity reporting is based on
Binary Statement for Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019. According to this rule, the
judgement of conformity is based on the comparing test results with limits.)
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PAHs Remark :

A REEMZEEZEE(APS): GS PAHs 3k
AfPS (German commission for Product Safety): GS PAHs requirements

HEf(Date): 11-Jan-2024

£ 1 #(Category 1) 55 2 #8(Category 2) 5 3 #A(Category 3)
BREMAOTHMREERKERE ABRE 1 Emk - WEESOE | FERE 1 83E 2 Jvn - R
5 57 & (#8368 30 #)RY R ERER 30 W(RIAKREHEE)| Bl o 72 R B R EEE BB 30 ¥
2009/48/EC EEMIIMEMNA] 3 | BRI TR BB (Materials that |(A2H3 K2 B ##8)(Materials not
mLA N R E AR Em(Materials |are not in Category 1, with covered by Category 1 or 2, with
BER intended to be placed in the intended or foreseeable long-term |intended or foreseeable short-
(Parameter) mouth, or materials in toys skin contact (> 30 seconds) or term skin contact (£ 30 seconds))
(Directive 2009/48/EC) or short-term repetitive contact with
articles for children up to 3 the skin)
years of age with intended a. b. a. b.
long-term skin contact (> 30 |#t 14 EMU T REFE | HEEMm(Other |# 14 mIU T 5RE®E | EEZEm(Other
seconds)) RrEm(Use by |consumer M®EmUse by  |consumer
children under 14) |products) children under 14) |products)
Naphthalene <1 <2 <10
Phenanthrene
Anthracene
< 1Sum <5Sum <10 Sum <20 Sum < 50 Sum
Fluoranthene
Pyrene
Benzo[alanthracene <0.2 <0.2 <05 <05 <1
Chrysene <0.2 <0.2 <0.5 <0.5 <1
Benzo[b]fluoranthene <02 <02 <05 <05 <1
Benzo[jlfluoranthene <02 <02 <05 <05 <1
Benzo[k]fluoranthene <02 <02 <05 <05 <1
Benzo[a]pyrene <0.2 <0.2 <0.5 <0.5 <1
Benzole]pyrene <0.2 <0.2 <05 <05 <1
Indenol1,2,3-c,d] pyrene <0.2 <0.2 <05 <05 <1
Dibenzo[a,h]anthracene <0.2 <0.2 <0.5 <0.5 <1
Benzo[g,h,i]perylene <02 <02 <05 <0.5 <1
(1S5UI§ gﬁlHS%"fH% <1 <5 <10 <20 <50

BfI(Unit) : mg/kg
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PFAS Remark :
IRBPFASEERME N TPFASHENRIEAE - BRREIGE ZPFASEE KEEYE - HuditENREAEEBER - BItEERA
FInNREEBERERAEESE  WARERSEREGH ZPFASYR REEMENRERS - TRPFASIERESBCERTE
AHERD - HEEMNFSRE MR (FRIIEBPFASHEELHES - A B2 FARIKEGER ZPFASEES - )
(The quantitative technology of PFAS is to analyze the specific structure of PFAS substances. However, PFAS acid and its
salts with the same carbon number group have the same specific structure that can be identified. The tested results of the
analyzed specific structure cannot be distinguished to identify the contribution from PFAS acid or its salts. Therefore, the
tested results display the sum of concentrations of PFAS acids and its salts with the same carbon number group. The
concentration of PFAS substances in the below table have been included in the tested results, please refer to the table for
relevant information: (The listed PFAS substances are examples only, it do not include all PFAS salts with the same carbon

number group.))
MERENE MESRE CAS No.
(Classification of Substance (Substance Name)
Concentration)
EHEFWRER (PFOS) 1763-23-1
EHEFEER (PFOS-K) 2795-39-3
Potassium perfluorooctanesulfonate (PFOS-K)
2R M (PFOS-L) 29457-72-5
Perfluorooctanesulfonic acid, lithium salt (PFOS-Li)
29081-56-9
2EEEER I (PFOS-NH,)
Perfluorooctanesulfonic acid, ammonium salt (PFOS-NH,)
2EEEER 228 (PFOS-NH(OH),) 70225-14-8
Perfluorooctane sulfonate diethanolamine salt (PFOS-
NH(OH),)

PFOS, REEERLTEN —
(PFOS, its salts & derivatives) |ERFERBIIER (PFOS-N(CoHs),) >6773-42-3

Perfluorooctanesulfonic acid,tetraethylammonium
salt (PFOS-N(C,Hs)s)

2 mEEREg 5T PER (PFOS-DDA) 251099-16-8
N-decyl-N,N-dimethyldecan-1-aminium
1,1,2,23,34,4,55,6,6,7,7,8,8,8-
heptadecafluorooctane-1-sulfonate (PFOS-DDA)

EHEEEBER (POSF) 307-35-7
Perfluorooctane sulfonyl fluoride (POSF)

EREEEKE (PFOS-MQ) 91036-71-4
Perfluorooctanesulfonic acid, magnesium salt (PFOS-

Mg)
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MERENE MESRE CAS No.
(Classification of Substance (Substance Name)
Concentration)
EHEFEERIN (PFOS-Na) 4021-47-0

Perfluorooctanesulfonic acid, sodium salt (PFOS-Na)

PFOS, R ELERHTA] rluorooctanes
(PFOS, its salts & derivatives) | =7 SuiRB KNz 71463-74-6

Piperidine 1,1,2,2,3,3,4,4,5,5,6,6,7,7,8,8,8-
heptadecafluorooctanesulfonate

& ¥ (PFOA) 335-67-1
EHEFEMIN (PFOA-Na) 335-95-5
Sodium perfluorooctanoate (PFOA-Na)
& FEIE (PFOA-K) 2395-00-8
Potassium perfluorooctanoate (PFOA-K)
o ERHFEMBIR (PFOA-AQ) 335-93-3
PFO,A’ &E%&T’I,E% Silver perfluorooctanote (PFOA-AQ)
(PFOA, its salts & derivatives)

=& ¥ % (PFOA-F) 335-66-0
Perfluorooctanoyl fluoride (PFOA-F)
EHEEMIE (APFO) 3825-26-1
Ammonium pentadecafluorooctanoate (APFO)
& FEE (PFOA-LI) 17125-58-5

Lithium perfluorooctanoate (PFOA-Li)
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RBUTHREREZHRYE KRS

E2EREE / Analytical

2R (N

flow chart of heavy metal

BiR R 73ERRSN )

H#((Page): 10 of 18

These samples were dissolved totally by pre-conditioning method according to below flow chart.
( Cr®* test method excluded )

BH - BEEm/C

utting - Preparation

Analysis was performed by ICP-OES

v

#4% / Data

MUEIME-TT R e R

#&TE 540 nm E’JU&HSZJ;/
Measure the absorbance at
540 nm by UV-Vis
spectrophotometer

v
| Al mEE / Sample measurement |
' | M Cr(v)
4 Pb/#R Cd/ Hg v v
Y . | FE£ B / Non-metal | | £E / Metal
OB H R / B ARE TR AR —
Acid digestion with microwave / hot plate ABS/PC/PVC | Eftt#H/Others v
+ v v Hh7KZEEY / Boiling
S@‘éi[&if@@@b/ {;1}:5/()5160°CT water extraction
BIE/Fi i issolving by H igesting
#i8 / Filtration ultrasonication at 150~160°C *
| v v BAEBEESR /
* + E60°CIEH NBER HUKE / Cool, filter digestate
JH{E / Digesting at Separating to get h h fil
7B / Solution 5278 / Residue I% "9 agueobsgphage through fiter
ultrason|cat|on +
v | |
aRAA % / Alkali f ¥ Dﬂé\j‘;@ hEE%/
1) #R@REDE / Alkali fusion | N . Add diphenyl-
- ‘ #% pH/ pH adjustment | carbazide for color
2) EERIRAE / HCl to dissolve ¢ development
l MAZEH EE /Add dlr)henyl— +
A4 carbazide for color development PSR 9N 3-T] B Y it
DURKFERE & BB IR 3 Y YorE B D4/ + % SIRRARE

540 nm KIRIKE /
Measure the
absorbance at
540 nm by UV-Vis
spectrophotometer

v

v

2048 / Data

£01% / Data
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LRME/Z R A 2 REE / Analytical flow chart - PBBs/PBDEs

YA ER / First testing process _
EEZMEFRTERF / Optional screen process — =s=s=am:
W82/~ / Confirmation process -

¥ mAIEE / Sample pretreatment
v

HIER 53477/ Screen analysis

'lllllIllIlIlllllllllrllllllllllllllllllll
v

#mZEE / Sample extraction
RILEEVE / Soxhlet method

1
v

ZERVR R/ T
Concentrate/Dilute extracted solution

1
v

Sy

ZEVRIBIE / Filter

1
v

RAEBTERRE / GC/MS

I

1
v

#0138/ Data
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o[EBE 247 EE / Analytical flow chart - Phthalate

[ B 753%/Test method: IEC 62321-8]

BmEIEE/ D /
Sample pretreatment/separation

:

s mL THF USRI A REEE /
Sample dissolved/extracted by THF

'

EERWE /
Dilute extracted solution

v

KREBRBERZEIT /
Analysis was performed by GC/MS

'

g/
Data
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3

NIRRT _IRAREE / Analytical flow chart - HBCDD

¥ MmAIEIE / Sample pretreatment

£ O R

xm2=HY Sample extraction /
BERZEUE Ultrasonic method

EHVR R/ RE /
Concentrate/Dilute extracted solution

}
ZEEVRIBIE / Filter
!

Vst /EEDH /
Analysis was performed by GC/MS

!
248 / Data
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KRR / Analytical flow chart - Halogen

RmAEE/ 2 /
Sample pretreatment / Separation

NERBREEAZRmES /
Weighting and putting sample in cell

WAYGESE/TRUT /
Oxygen bomb combustion / Absorption
wEEETERE /
Dilution to fixed volume

VBt FEMEDHT /
Analysis was performed by IC

v

2B /
Data
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2R EEM(BEZ2RFR/ERFIRER/HARESYESE) 2 1RER / Analytical flow
chart — PFAS (including PFOA/PFQS/its related compound, etc.)

¥ mAlEIE /Sample pretreatment

BERZELVEZER /
Sample extraction by ultrasonic extraction

VR WIE B /
Concentrate/Dilute extracted solution

v

Mg BEN/BEI TR BB ER RN EHELED
#r/Analysis was pericz:r/mMeSd/b SGC/MS or LC/MS or

v

(1% /Data
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SREBESRER /
Analytical flow chart - PAHs (Polycyclic Aromatic Hydrocarbons)

EmAlEE /
Sample pretreatment

!

PIBRRARZEN(BE R EERUE) /
Sample extracted (ultrasonic extraction) by toluene solvent

!

RBEBNTEZEDHT /
Analysis was performed by GC/MS

!

218 / Data
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TR(EZEE£E)FTREE / Analytical flow chart of elements (Heavy metal included)

RBEUTHRER ZRE  kmET2 A% -
These samples were dissolved totally by pre-conditioning method according to below flow chart.
[ 2% 7 %/Reference method : US EPA 3051A - US EPA 3052]

BU% - K m / Cutting - Preparation

v

Al MRES / Sample measurement

y
TR/ / S m B A UBOETE /
Microwave digestion with HNO3s/HCI/HF

'

@& / Filtration

<&

y

\4 58 / Residue
A& / Solution

1) #@ERE / Alkali fusion
2) EREARE / HCl to dissolve

A
DU ERE S EBIRBGIGEE DT /
Analysis was performed by ICP-OES

#(#& /Data

* US EPA 3051A A RAINE & / US EPA 3051A method does not add HF.
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*BAPMBARERR - AIRTBERGR 242 m/8 . *
(The tested sample / part is marked by an arrow if it's shown on the photo.)

ETR23C05767

| TTII[IT TIITIIIHII'HH]I
2 1

m@f
0

ONE SIDE/ANOTHER SIDE

** 3R E4ERE (End of Report) **
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